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Lecture-5

PROPERTIES OF SOILS FOR PAVEMENT DESIGN
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• Engineering Geology + Mechanics Soil Mechanics

•Terzaghi’s Effective Stress Principle  =  - u

THREE PHASE SOIL SYSTEM
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⚫Grain Size
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Size of

sieve

Wt. of soil

retained, g

CumulativeWt.

retained, g

Cum. % wt.

retained

Percent

finer

4.75 mm

2.36 mm

1.18 mm

600µ

425µ

300µ

212µ

150µ

75µ

Pan

Sieve Analysis - Calculations
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Time

min., t

Rh

'
Rh =

Rh + Cm

He (from

calbr.  

chart

D= k

√He/t

P' P

0.50

1.0

2.0

4.0

8

15

30

60

120

1440

P' = {G/ (G-1)} ((Rh + Cm –Cd  ± Ct -1)

Cm =0.0005, Cd = 0.002, Ct & k (from tables)
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Grain Size Distribution

%Finer

11

Cu =D60/D10 , Cc = D30
2 /(D60 xD10 )



Plasticity
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Kaolinite

14

Illite

Montmorillonite



Liquid limit test(Casagrande’s)

Concept?
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LL-Cone penetrometer Method
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Plastic Limit Test

⚫Shear strength- 100 times that at LL
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Shrinkage Limit Test

ws = w1 – {(V1 – V2) wγ/ Ws }
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Classification of Soils
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Textural Classification
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Modified Textural Classification
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AASHTO Classification
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Group Index (GI)
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GI =0.2 a +0.005 ac +0.01 bd

Where, a =Percent passing -75 μ sieve, >35<75
expressed as (0-40)

b =Percent passing -75 μ sieve, >15<55
expressed as (0-40)

c =Liquid limit >40<60 expressed as (0-20)

d = Plasticity index >10<30expressed as (0-20)



IS SOIL CLASSIFICATION
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ML
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+ Peat soil
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Comparison Between AASHTO& Unified Classification Systems
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S.N0 AASHTO System Unified System

1. Limiting fines content to demarcate

fine &

coarse grained soils is 35%.

>35% fines- Fine grained soil.

This limiting value is somewhat better

as

soils with 35% fines behave as fine

grained

soils.

Limiting fines content to demarcate fine &

coarse grained soils is 50%.

>50% fines- Fine grained soil,

50% fines as limiting value is somewhat higher.

2. 2 mm size is taken for gravel size. 4.75 mm is taken for gravel size.

3. Gravels & sands are not clearly

demarcated.A2 group contains

variety of  soils

Gravels &sand are clearly demarcated.

4. Symbols are little difficult to

remember.

Symbols can be more easily remembered.

5. There is no place for organic soils. Organic soils are classifies under OI, OH &peat

6. Process of elimination is time

consuming.

More convenient to use.



Standard Proctor Test

Concept?
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Compaction sample: Passing 19 

mm size. In case + 19 mm size > 

5%, Large size mould 2250 cc is 

to be used with – 40 mm size 

sample.

IS Light Compaction: Mould

=1000 cc

No. of layers: 3

No. of blows/layer = 25 

Wt. of hammer = 2.6 kg

Ht. of fall = 31 cm
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IS Heavy Compaction: Mould =

1000cc

No. of layers = 5

No. of blows/layer = 25

Wt. of hammer = 4.89 kg 

Ht. of fall = 45 cm



Details 1 2 3 4 5

WetWt. of soil (W), g

Bulk density, Ꝩ, g/cc

Dry density, Ꝩd, g.cc

Water Content

Cup + wet soil (w1) g 

Cup + Dry soil (w2) g 

Wt. of cup (w3) g

W.C. (%)

(w1 – w2) /(w2 – w3)

Compaction test- Calculations
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Field Density Tests Relative Compaction
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Core Cutter Method
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Field density – Relative Compaction



Field Density Tests Relative Compaction

Sand Replacement Method
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Field Density Tests Relative Compaction
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⚫Test details

5/21/202241

.

CBR Sample: Passing through 19 

mm. In case of fraction > 19 mm is 

present, it is to be accounted.

Soil fraction + 4.75 mm & - 19 mm 

is added in equal amount to 

compensate the omitted + 19 mm 

fraction.

Compaction: 1. Light compaction: 

3 layers, 56 blows/layer, Wt. 

hammer = 2.6 kg falling from 31 cm 

ht.

2. Heavy compaction: 5 layers, 56

blows/layer, Wt. of hammer = 4.89

National Institute of Technologky,gWfaaralnlignalg from 45 cm ht
42
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Soaking of CBR Sample
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Penetration(m  

m)
Applied Load (kg)

0.50

1.00

1.50

2.00

2.50

4.00

5.00

7.50

10.00

Nationa1l 2In.s5t0itute of Technology, Warangal4344
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